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Material Designations : Commercial M2 Tool Steel

COMPOSITION REQUIREMENS
Chemical Limits PRODUCT
MINIMUM ~ MAXIMUM  ANALYSIS
WEIGHT%  WEIGHT%  TOLERANCES

Carbon 080 100 2002
Manganese - 040 +0.03
Phosphorus - 0030 +0.005
Suiphur - 0030 +0.005
Silicon 020 040 +0.05
Chromium 380 240 2010
Tungsten 575 650 025
Molybdenum 475 525 2025

Vanadum 175 205 2015




